Art of Fibre

Mobile +31653580310

Fax. www.artoffibre.com
Email. esther@artoffibre.com
Hoofdstraat 152 6061 CH
Posterholt The Netherlands

OFDA 2000 REPORT : SORTED BY TAG | Alpaca Association Austria
Certified Alpaca Testing Batch 1 - July 2025 (18Records)

Job Details

Reference: 0268 - 0268
Tested: Jul 16, 2025 -
Jul 15, 2025

EarTag : Bobby Bro
Micron : 19.4 mic

SD: 4.7 mic
CVD: 24.3%
CEM: 9.0 mic
<15: 145%
181 CF: 98.7% 24
17 4 SF: 19.4 mic
161 CRV : 43.1 Dg/mm o3
151 SDC : 30.1 Dg/mm
14 LotDest : Superfine
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Fibre Diameter (microns)
EarTag : Diamond
Micron : 18.1 mic
SD: 3.4 mic
CVD: 18.6%
CEM: 6.7 mic
<15: 121 %
181 CF: 99.8%
17 1 SF: 17.3 mic 231
161 CRV : 46.0 Dg/mm
151 SDC : 37.1 Dg/mm 25
14- LotDest : Superfine
Notes :
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Fibre Diameter (microns)

Staple Len : 145.0 mm

Min Mic :  15.9 mic

Max Mic : 22.5 mic

Finest Point From Tip : 0 mm
Fibre Ends : -2.0 mic

SD Along : 1.60 mic
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Staple Len : 80.0 mm

Min Mic : 17.7 mic

Max Mic : 19.3 mic

Finest Point From Tip :  75.0 mm
Fibre Ends : 0.3 mic

SD Along :  0.40 mic
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